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• Introduction
• Why Friction Stir Processing (FSP)?
• FSP Approaches

• AA 6061 Microstructure
• Mechanical Properties of AA 5083

• Tensile Data
• Fatigue Data



Friction Stir Processing (FSP):
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• Is a local thermomechanical process for material property 
improvement

• Has been shown to improve:
– Properties of cast Al and NiAl Bronze
– The cracking resistance of fusion welded Al

FSP

Base 
Material



Experimental Methods
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• In this study we used: 
– Automated MIG (metal inert-gas) welding
– 6 mm (single-pass fusion weld) 6061-T651 and 5083-H321 
– Filler alloy AA 5356 

• Residual stress measurements - Lambda Research
• Fatigue testing- MetCut Research Inc.
• Tensile testing- Metals Technology



FSP Approaches for Fusion Welds
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As-Fusion Welded 6061-T651
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As-Fusion Welded
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Weld Toe FSP: Macrographs
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Weld Toe FSP: Microhardness
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Weld Toe FSP: SEM Micrographs
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Weld Crown FSP: Macrographs
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Weld Crown FSP: SEM Micrographs
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Surface Finishes
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Weld Crown and Root FSP: Macrographs
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Residual Stresses- FSP vs. As-Welded
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Mechanical Properties
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Fatigue Specimen Tensile Specimen



Tensile Properties, 5083 Al-4 mm dia. gauge
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Fatigue Properties
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• R = 0.1, 30 Hz, load control  



Fatigue Properties-5083/5356
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Fractured Fatigue Specimens-5083/5356
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Weld Toe FSPAs-Fusion Welded



Conclusions
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• All FSP approaches (weld toe FSP, weld crown FSP, and 
weld crown and root FSP) produced a recrystallized, fine-
grained microstructure 

• The tensile properties of AA 5083 were not significantly 
effected by FSP location.

• Fatigue resistance of AA 5083 increased with the addition of 
FSP.  

– However, a noticeable difference between the FSP 
approaches was not observed.
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